
3(3)- Viscosity 
SRM Description Unit Size

2490 Non-Newtonian Polymer Solution for Rheological Measurements 100 mL

2491 Non-Newtonian Polymer Melt for Rheology 100 mL

Certified values are normal font.
Reference values are italicized.
Values in parentheses are for information only. 

Page 1 of 1

3 - Viscosity

PLEASE NOTE: The tables are presented to facilitate comparisons among a family of materials to help customers
select the best SRM for their needs. For specific values and uncertainties, the certificate is the only official source.


